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TOPJOY INDUSTRIAL CO., LTD. 
UNIT 603, BUILDING 7, NO. 2449, JINHAI RD, PUDONG NEW AREA,SHANGHAI,CHINA 
 
 
 
Sample Description : 2IN FAUX WOOD BLIND SLAT 

Item No. : 2IN FAUX WOOD BLIND SLAT(50*900MM) 

Manufacturer : CHANGZHOU QIAOKANG DECORATION MATERIALS CO., LTD. 

As above test item and its relevant information regarding to the submission are provided and confirmed by the 

applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 

reliability or/and integrity accordingly. 
************ 

Sample Receiving Date : Feb 24, 2023 

Test Performing Date : Feb 24, 2023 to Mar 01, 2023 

Test Performed : Selected test(s) as requested by applicant 

Test Result Summary 

 

No. Test(s) Requested Result(s) Comments 

1 High Temperature Test (As per Client’s Requirement) Pass / 

For further details, please refer to the following page(s) 

 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of   
SGS-CSTC Standards Technical Services Co., Ltd. Shunde Branch  

 

 

  

 
Peter Zhao   
Authorized Signatory   
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Test Conducted: 

Test Procedure: 

Test Equipment Used : Temperature and Humidity Chamber 

Style of Specimen : 2in faux wood blind slat 

Number of Tested Specimen : 7 pcs 

Pre-test inspection : No visible defect on the test sample appearance  

 
1. High Temperature Test (As per Client’s Requirement) 

Dimensions Before Test Dimension After Test Temperature (℃) Storing Duration (hours) 

290mm X 50mm 290mm X 50mm 55 60 

 
Acceptance Criteria: Evaluate whether the product is deformation. 
 
Result:  
Pass: After performing the high temperature test, no deformation was found on the product. 
 
 

Photo Appendix 

 
Before Test 

 

 
Before Test 
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During Test 

 

 
After Test 

 

 
After Test 

 
Remark: This test report is issued based on the modification of the original No. SDHL2302002479PK test report 
issued on Mar 01, 2023. And the original report is still valid. According to applicant’s requirements, following changes 
are included: 
a. Change of applicant’s name. 
b. Change of applicant’s address. 
 

***End of Report*** 
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